
FEEL MARSHMELLOW

An upholstery fabric with a three-di-
mensional weave. The sculptural text-
ure adds depth, character, and mo-
dern architectural presence.
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PANTONE
19-1725

PANTONE
12-0000
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02 white

45 grey

08 brown

1750 denim

430 dark green

234 mocha mousse

36 chianti

170 beige

757 khaki

01 nature

11 cream

260 chocolate

605 blush

120 light grey



Roll length: ~25 m Width: 142 cm + |  - 2 cm

Usable width: 140 cm + |  - 2 cm Weight m DIN EN 12127: 1267 g + |  - 5 %

Thickness: 2.50 mm + |  - 2 % Weight m² DIN EN 12127: 905 g + |  - 5 %

category

Abrasion test (cycles)
EN ISO 12947-1,2

>10.000
(Loss of chenille)

>25.000
(Martindale

Pilling test EN ISO 12945-2 (2.000 T) 4-5 A

Tensile strength EN ISO 13934-1
warp:
weft:

1389 N
2150 N

A 
A

Tear growth resistance EN ISO 13937-3
warp:
weft:

255 N
325 N

A
A

Resistance seam slippage EN ISO 13936-2
warp: 
weft:

2.0 mm 
2.0 mm

A
A

Fastness to rubbing dry EN ISO 105-X12 
bright colors
dark colors

4-5
4-5

A
A

Fastness to rubbing wet EN ISO 105-X12
bright colors:
dark colors:

4
4

A
A

Fastness to light EN ISO 105-B02-2 
bright colors:
dark colors:

5
5

B
B

Permissible color tolarance 
DIN EN 20105-A02 min. grade 4 passed

Product profile for upholstery fabrics in living areas | according to DIN EN 14465:2006

Typical product characteristics:

Article specification:

Light colors tend to show staining and denim abrasion faster and more clearly than dark colors. In dark 
and intense colors, pigment migration may occur. Pilling is unavoidable and can also occur due to the 
adhesion of foreign fibers. Every flat fabric will develop a nap over time, with patina and shine marks 
forming. Snags are expected if the fabric is caught on sharp objects. A slight stripe effect may occur due 
to the material characteristics. In chenille fabric, changes in pile layers (seating marks), shimmering (color 
shifts under different lighting angles), and flattening of the chenille effect are unavoidable. Minor color 
and structural deviations between production batches are unavoidable. A certain degree of fading due to 
exposure to light or abrasion caused by use over time is also inherent in chenille fabric.	
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Composition:

Surface EU 1007|2011: 100% polyester

Middle layer EU 1007|2011: 100% polyurethan

Base EU 1007|2011: 100% polyester



geprüft durch:

Gebrauchs- und Pflegehinweise:

Bitte beachten Sie die Hinweise zu Gebrauch und Pflege unter www.eurotex2000.com | Pflegehinwei-
se. Wir übernehmen keine Gewährleistung für Schäden, die durch unsachgemäßen Gebrauch, Reini-
gung, Pflege, nachträgliche Imprägnierung und Haustiere entstanden sind.

Wichtige Informationen und nützliche Tipps für die optimale Reinigung und Pflege Ihres Bezugsstoffs 
finden Sie auf www.2-clean.de. Die weitere Reinigung muss von Fachleuten durchgeführt werden, die 
auf diese Art der Reinigung spezialisiert sind.

Reinigung:

washing bleaching drying ironing dry cleaning

Recommended care labeling:

Note on Washability

Daily care and at-home cleaners can 
keep your fabric looking beautiful for  
years. In the case of a spill, stain, or 
general wear and tear, follow our tips 
on how to clean a fabric.

CLEANING 
INSTRUCTIONS

For cleaning you need 
distilled water and a  
ph neutral shampoo.

You need a white, clean 
and soft cotton cloth. Use 
this to remove the stain in 
circular motions and allow 

the area to dry.

Cleaning only with the 
vacuum cleaner nozzle.

Tests were carried out on samples in accordance with EN ISO 105-C06. Washing was done in a washing 
machine, without detergent, followed by air drying.

According to the standard:
“From the first wash onwards, color changes of up to grade 2 (grey scale) and size changes of ±3% in 
length and width (warp/weft) may occur. These values apply for up to five washing cycles.”

Additional washing cycles may further affect the appearance and dimensional stability of the upholstery 
fabric beyond these ranges.

Finishes (for example Easy-Clean finishes or similar treatments) can be affected by washing processes. 
The function of such finishes generally applies only to the unwashed condition.

General Note

Tests were carried out on different samples in new, unused, and unwashed condition. The results should 
therefore be understood as average guideline values and do not guarantee identical values during actual 
use.


